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Introduction 
Diabetes mellitus often referred to simply as diabetes, a lifelong 

progressive disease is a chronic metabolic disorder due to the relative 
deficiency of insulin secretion and varying degrees of insulin resistance 
and is characterized by high circulating glucose [1]. Currently it has 
reached epidemic proportion among the challenging unresolved health 
problems of the 21st century. Worldwide around 230 million people 
have been affected by diabetes and the number are expected to reach 
around 366 million by 2030 [2]. Imbalance in body normal oxidative 
metabolism due to excessive levels of either molecular oxygen or 
Reactive Oxygen Species (ROS) leads to high glucose levels in blood 
(hyperglycemia) [3] results in metabolic disturbances (oxidative stress) 
and chronic complications in diabetes [4]. The management of diabetic 
conditions by insulin therapy has several drawbacks like insulin 
resistance and in chronic treatment causes anaeroxia nervosa, brain 
atrophy and fatty liver. Currently several research studies are going 
on with the aid of nano size particles to overcome such limitations in 
diabetes management. 

Nanotechnology can be defined as the science and engineering 
involved in the design, synthesis, characterization and application 
of materials and devices whose smallest functional organization in 
at least one dimension is on the nanometer scale (one-billionth of a 
meter) [5,6]. When this science is applied specifically to the problems 
of medicine, it is called ‘Nanomedicine’ [7,8]. The nanomedicine 
scale limitations excludes at the lower end atoms (0.1 nm) and at 
the upper end biological entities such as bacteria (1000–10000 nm) 
and body cells (eg. White blood cell 10000 nm).Human body has 
configured many of its biocomponents as nanostructures, including 
proteins, mitochondria, ion channels, membranes, secretory granules, 
lysosomes and so on, but many new nanomaterials and structures are 
now being manufactured that might be of use in medicine, such as 
nanoparticles, capsules, films and tubes, and complex molecules( e.g 
fullerenes) [9]. Nanomedicine can be classified into (a) measurement 
(or ‘nanometrology’), which concerns either measuring very small 
amounts of analytes (e.g. microphysiometer) or using very small-

sized devices for measuring (e.g. Quantum dots). (b) Therapy, as all 
of the manipulations and constructions of materials at the nano-level 
ultimately concern therapies (e.g. Artificial nanopancreas) [10]. 

Nanomedicine application in glucose monitoring

The major problems with conventional finger-prick capillary blood 
glucose self monitoring are widely accepted [7]. It is painful (leading 
to non-compliance) and cannot be performed when the patient is 
sleeping or driving a motor vehicle (times when the patient is especially 
vulnerable to hypoglycaemia) and, because it is intermittent, it can miss 
dangerous fluctuations in blood glucose concentrations between tests. 
Currently in market several implanted needle-type enzyme electrodes 
or microdialysis probes are available for continuous glucose monitoring 
but those are limited impaired responses and unpredictable signal drift 
in vivo, and also need calibration against capillary glucose tests and 
contributes to sensor inaccuracies [11-13]. The repeated insertion of 
the sensor probe is also semi-invasive. This conventional problem got 
solution by the application of nanotechnology in medicine (Table 1).

Glucose nanosensors

Improved nanotechnique for in vivo glucose monitoring is a 
‘smart tattoo’ composed of glucose-responsive, fluorescence-based 
nanosensors implanted into the skin but interrogated from outside 
the body, thus gives non-invasive measurements. In this method 
sensors that use fluorescence for detecting analyte changes have some 
advantages compared to the more usual implanted electrochemical 
electrodes, as they should not be susceptible to electroactive tissue 
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Abstract
Nanomedicine is defined as integration of nanotechnology in medicine for the better human health care. The 

burgeoning new field of nanomedicine opened up by rapid advances in health care, creates myriad new opportunities 
for advancing medical science and disease treatment in human health care. Worldwide around 230 million people have 
been affected by Diabetes, is a chronic metabolic disorder due to the relative deficiency of insulin secretion and varying 
degrees of insulin resistance and is characterized by high circulating glucose. The major problems with conventional 
problems in glucose self monitoring are overcome by advances in nanomedicine, like Glucose nanosensors, layer-by-
layer (LBL) technique, Carbon Nanotubes and Quantum Dots(QD’s) etc. The major problem concerning about diabetes 
control with improper insulin administration routes also achieved by nanomedicine with better insulin delivery technology 
like oral insulin formulations, artificial pancreas, microsphere and nanopumps etc. Oxidative stress is a imperative for 
its morbidity towards diabetic complications like delayed wound healing is a well known problem in diabetes and it can 
be treated by use of some nanoparticles (Al2O3, CeO2,Y2O3, AuNPs) which act as a ROS scavenger. In this review, the 
chief scientific and technical aspects of nanomedicine related to diabetes and some pros and cons of nanotechnology 
based nanomedicine are discussed.
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interfearence that contribute to the instability of present sensors, and 
because Near infrared (NIR) light with a wavelength above about 600 
nm passes through several centimeters of tissue, allowing implantation 
and non-invasive measurement at the body surface.

Currently a number of biological or artificial receptors for glucose 
have been described, which can transduce glucose concentrations into 
changes in fluorescence, including lectins (plant lectin concanavalin-A) 
[14,15], enzymes (hexokinase) [16], bacterial binding proteins(l 
Glucose/Galactose-Binding Protein (GBP) [17-20] and boronic acid 
derivatives [21], and which might be engineered as nanosensors. 

The layer-by-layer (LBL) technique
Glucose sensors are encapsulated in a form that can be implanted 

in the body and yet maintain functionality i.e, avoiding degradation, 
denaturation, leakage and foreign body reactions, while retaining 
glucose access and detectable signal change. An example of a technology 
that may be appropriate for this is electrostatic layer-by-layer (LBL) 
nanoassembly of capsules composed of alternating layers of positively 
and negatively charged polymers, thereby building up a very thinfilm 
with tunable permeability and controlled biocompatibility [22-28]. 
A typical thickness is approximately 10 nm for six bilayers. An early 
use of such nanofilms has been in the construction of microvesicles 
for glucose sensing [23-27]. These might eventually be implanted in 
the dermis or subcutaneous tissue as a ‘smart tattoo’, with the semi-
permeable capsules allowing entry of glucose from the interstitial 
fluid but containing and protecting the sensor materials [25,28]. If the 
sensing mechanism involves a near infrared (NIR)-based fluorescence 
assay, the glucose sensors can be excited and the fluorescence emission 
interrogated from outside the body, since NIR light passes through 
several centimeters of tissue. Therefore, this might be the basis for a 
noninvasive glucose-sensing technology. Among the strategies for 
making microvesicles by the LBL technique are sequential absorption 
of polyelectrolytes around crystals of a glucose-sensing enzyme 
such as glucose oxidase [23], or absorption of a glucose-recognition 
molecule such as glucose oxidase, apo-glucose oxidase (the enzyme 
without the prosthetic group), concanavalin A or a glucose-binding 
protein (GBP) onto a artificial template (e.g.,Calcium carbonate), 
followed by stepwise addition of the charged polypeptides (e.g., poly-
l-lysine and polyl-glutamic acid). The template is then dissolved 
with ethylenediaminetetraacetic acid (EDTA), leaving a hollow 
microcapsule containing the sensor.

Carbon nanotubes
Carbon nanotubes discovered in 1991 [29] are tubular structures 

like a sheet of graphite rolled into a cylinder capped at one or both ends 
by a buckyball. Nanotubes can be Single Walled Carbon Nanotube 
(SWCNT) or Multiwalled Carbon Nanotube (MWCNT) in concentric 
fashion. The microphysiometer is built from multiwalled carbon 
nanotubes, which are like several flat sheets of carbon atoms stacked 
and rolled into very small tubes. Which are like several flat sheets of 
carbon atoms stacked and rolled into very small tubes. The nanotubes 
are electrically conductive and the concentration of insulin in the 
chamber can be directly related to the current at the electrode and the 
nanotubes operate reliably at pH levels characteristic of living cells. 
Current detection methods measure insulin production at intervals by 
periodically collecting small samples and measuring their insulin levels. 
The new sensor detects insulin levels continuously by measuring the 
transfer of electrons produced when insulin molecules oxidize in the 
presence of glucose. When the cells produce more insulin molecules, 
the current in the sensor increases and vice versa, allowing monitoring 
insulin concentrations in real time [30]. 

Single-Walled Carbon Nanotubes (SWCNTs) fluorescence in the 
NIR spectral region and since they also suffer no photobleaching, 
SWCNTs are thus particularly suitable as fluorophore probes in 
glucose sensors designed for eventual in vivo use [31]. SWCNTs have 
been employed in a fluorescence-based competitive glucose sensing 
strategy where dextran is bound to the carbon nanotubes, and binding 
of concanavalin A or apo-glucose oxidase to the dextran–SWCNT 
attenuates the fluorescence, which is reversed by the addition of 
glucose [31]. Apo-glucose oxidase has also been covalently attached to 
polyvinyl alcohol to make a glucose responsive hydrogel that can be 
monitored by the fluorescence of SWCNT embedded in the hydrogel 
[32].

Quantum dots

Quantum Dots (QDs) can be used for biomedical purposes as a 
diagnostic as well as therapeutic tool. These arenanosized (2-10 nm) 
semiconductor crystals, such as cadmium selenide, coated with a shell, 
such as zinc sulfide [33]. QDs have been used as a fluorescent probe in 
several biosensor applications, often using As Fluorescence-Resonance 
Energy Transfer (FRET), because they display high-intensity 
fluorescence that is excitable over a broad range of wavelengths, but 
have an emission wavelength that is dependent on the particle size. 
For example, based a glucose sensor on FRET between QDs as a 
fluorescence donor and gold nanoparticles as an acceptor the, glucose 
displaces concanavalin A-labeled QDs from gold-labeled cyclodextrin, 
thereby, reducing FRET and increasing fluorescence [34].

Nanomedicine in management of diabetes

Worldwide 285 million peoples are suffering with a pervasive, 
chronic and often insidious diabetes is caused by inability of the 
pancreas to control the blood glucose concentration [35]. The preferred 
approach of insulin intake since the past decades is via subcutaneous 
route, which, nonetheless, often fails to mimic the glucose homeostasis 
observed in normal subjects [36] because in this approach insulin 
delivered to the peripheral circulation rather than to the portal 
circulation and directly into the liver, which is the physiological route 
in normal individuals [37]. Furthermore, multiple daily injections 
of insulin referred for poor patient compliance are associated with 
subcutaneous route treatment. Therefore, many studies were done to 
find out the better and safer route of insulin administration, in this 
regards application of nanotechnology in medicine revealed a solution 
to overcome this problem.

Oral insulin

In diabetic patients oral administration of insulin can be beneficial 
not only to alleviate the pain and trauma caused by injections, but it 
can mimic the physiological fate of insulin as well [36,38]. However, 
oral administration of protein drugs, such as insulin, encounters 
difficulties with low pH of gastric medium in the stomach and its 
digestive enzymes as well as intestinal epithelium is a major barrier to 
the absorption of molecular weight hydrophilic macromolecules (e.g 
proteins, polysaccharides and nucleic acids) before it reach the target 
cell for it specific action [39]. Therefore, attentions have been given to 
improving the paracellular delivery of hydrophilic macromolecules 
with the application of nanotechnology in diabetic research [40]. The 
nanomedicine technologies that may be employed for oral insulin 
delivery include prodrugs (insulin–polymer conjugation), micelles, 
liposomes , solid lipid nanoparticles (NPs) and NPs of biodegradable 
polymers.

The prodrug technology that is used most often for drug 
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formulation is PEGylation (i.e., drug conjugation to Polyethylene 
Glycol [PEG]) for enhanced solubility, permeability and stability. 
Insulin–PEG prodrugs have shown great advantages in oral delivery 
[41]. Scott Moncrieff et al. [42] developed a system of bile salt and fatty-
acid mixed micelles and found that those micelles containing 30 mM 
sodium glycocholate and 40 mM linoleic acid significantly improved 
enteral insulin absorption. Unfortunately, micelles did not seem to be 
ideal for delivery of hydrophilic drugs. Instead, liposomes can have 
much better performance for oral insulin delivery. This liposomal 
delivery system containing glycocholate as an enzyme inhibitor and 
permeat ion enhancer has been developed recently for oral insulin 
delivery, which showed better protect ion of insulin against enzymatic 
degradation by pepsin, trypsin and a chymotrypsin [43]. NPs of US 
FDA approved biodegradable polymers, such as poly (lactic co glycolic 
acid) (PLGA) and polycaprolactone, were also investigated for oral 
insulin delivery. However, those NPs may not be ideal for delivery of 
hydrophilic drugs. Nevertheless, how it can be applied to oral delivery 
for hydrophilic drugs such as insulin is still a challenge. 

Therefore, attention has been given to improving the paracellular 
transport of hydrophilic drugs [44,45]. A variety of intestinal permeation 
enhancers including chitosan (CS) have been used for the assistance of 
the absorption of hydrophilic macromolecules [46]. Therefore, a carrier 
system is needed to protect protein drugs from the harsh environment 
in the stomach and small intestine, if given orally [47]. Additionally, 
CS nanoparticles (NPs) enhanced the intestinal absorption of protein 
molecules to a greater extent than aqueous solutions of CS in vivo [48]. 
The insulin loaded NPs coated with muco adhesive CS may prolong 
their residence in the small intestine, infiltrate into the mucus layer 
and subsequently mediate transiently opening the tight junctions 
between epithelial cells while becoming unstable and broken apart due 
to their pH sensitivity and/or degradability. The insulin released from 
the broken-apart NPs could then permeate through the paracellular 
pathway to the bloodstream, its ultimate destination.

Microsphere for oral insulin production

The most promising strategy to achieve oral insulin is the use of 
a microsphere system which is inherently a combination strategy. 
Microspheres act both as protease inhibitors by protecting the 
encapsulated insulin from enzymatic degradation within its matrix and 
as permeation enhancers by effectively crossing the epithelial layer after 
oral administration [37].

Artificial pancreas

Development of artificial pancreas could be the permanent solution 
for diabetic patients. The original idea was first described in 1974. The 
concept of its work is simple: a sensor electrode repeatedly measures 
the level of blood glucose; this information feeds into a small computer 
that energizes an infusion pump, and the needed units of insulin enter 
the bloodstream from a small reservoir [49]. 

Another way to restore body glucose is the use of a tiny silicon 
box that contains pancreatic beta cells taken from animals. The box 
is surrounded by a material with a very specific nanopore size (about 
20 nanometers in diameter). These pores are big enough to allow for 
glucose and insulin to pass through them, but small enough to impede 
the passage of much larger immune system molecules. These boxes can 
be implanted under the skin of diabetes patients. This could temporarily 
restore the body’s delicate glucose control feedback loop without 
the need of powerful immunosuppressant that can leave the patient 
at a serious risk of infection [50]. Scientists are also trying to create 
a nanorobot which would have insulin departed in inner chambers, 

and glucose level sensors on the surface. When blood glucose levels 
increase, the sensors on the surface would record it and insulin would 
be released. Yet, this kind of nano-artificial pancreas is still only a 
theory [51]. 

Nanopumps

The nanopump is a powerful device and has many possible 
applications in the medical field. The first application of the pump, 
introduced by Debiotech for insulin delivery. The pump injects insulin 
to the patient’s body in a constant rate, balancing the amount of sugars 
in his or her blood. The pump can also administer small drug doses 
over a long period of time [52].

Nanoparticles anti oxidative role in diabetes 

Oxidative stress plays a foremost role in etiology of several diabetic 
complications [53-55]. Major problem with diabetes patients is delayed 
healing of wound and still challenging its complete cure. It is a complex 
programmed sequence of cellular and molecular processes [56]. 
Healing impairment is characterized by delayed cellular infiltration 
and granulation tissue formation, reduced angiogenesis, decreased 
collagen, and its organization [57,58]. The mechanism of this alteration 
is thought to result from production of high level of ROS production 
that leads to premature apoptosis of inflammatory cells, which in 
turn impairs keratinocyte endothelial cells, fibroblasts, and collagen 
metabolism [59]. Some of the nanoparticle now a day are preparing in 
a manner that act as free radical scavenger [60]. 

Cerium oxide (CeO2) plays major active role due to its excellent free 
radical scavenging potentials [62]. This metal oxide is monodisperse 
particle with single crystal and few twin boundaries [61] with 
expanded lattice parameter [63]. Cerium atom characterized by both 
+4 and +3 oxidation states. This dual oxidation state means that these 
nanoparticles have oxygen vacancies [64]. The loss of oxygen and the 
reduction of Ce4+ to Ce3+ is accompanied by creation of an oxygen 
vacancy. This property enhance CeO2 nanoparticle attractive for 
wound healing process followed by scavenging properties.

Yttrium oxide (Y2O3) is now a day considered most significant due 
to its highest free energy of oxide formation from elemental yttrium 
among known metal oxides [65]. It is characterized by only small 
changes from stoichiometry under normal conditions of temperature 
and pressure [66] and by atmospheric absorption of H2O and CO2 [67]. 
These groups of nanoparticles are relatively non toxic to neutrophiles 
and macrophages, where CeO2 and Y2O3 particles protect cells from 
death due to oxidative stress. Cerium and yttrium oxide nanoparticles 
are able to rescue cells from oxidative stress-induced cell death in a 
manner that appears to be dependent upon the structure of the particle 
but independent of its size within the range of 6-1000 nm. This might 
be useful for the diabetic wound healing. 

Literature shows three alternative explanations for the cerium 
oxide and yttrium oxide particles protection against oxidative stress. 
(a) They may act as direct antioxidants, block ROS production, which 
inhibit programmed cell death pathway (b) They may directly cause 
a low level of ROS production, which rapidly induces a ROS defense 
system before the glutamate-induced cell death program is complete 
and (c) The latter is a form of preconditioning that could be caused by 
the exposure of cells to particulate material known to induce low levels 
of ROS [68]. 

Nanoparticles made of other metal oxides were also considered for 
its potential scavenger behavior. These included particles aluminum 
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oxide (Al2O3), commonly known as alumina [69] and Silver nitrate. 
Silver nitrate has been used in the clinical setting as an antimicrobial 
agent for the treatment of treatment of chronic wounds [70]. It is 
effective against a broad range of aerobic, anaerobic, Gram-negative 
and Gram-positive bacteria, yeast, filamentous fungi and viruses [70-
75]. It has been reported a novel Ag+ loaded zirconium phosphate 
nanoparticle plays crucial role in diabetic wound healing [76].

The gold nanoparticles (AuNPs), are known for their tremendous 
applications in the field of theapeutics and diagonosis. AuNPs 
are emerging nanomedicine which is renowned for its promising 
therapeutic possibilities, due to its significant properties such as 
biocompatibility, high surface reactivity, resistance to oxidation and 
plasmon resonance [77]. The ability of gold nanoparticles in inhibiting 
the lipid from peroxidation thereby preventing the ROS generation 
has restored the imbalances in the antioxidants [78]. Selvaraj 
BarathManiKanth et al. [79] reported the anti-oxidative and anti-
hyperglycemic activities of gold nanopartcles, whereas the mechanism 
of the delayed wound healing in diabetes is still unclear.

Applications of nanotechnology in health care and disease

Nanotechnology, by development of engineered nanomaterials, 
is a rapidly growing industry with great potential and applications 
in many areas, including nanomedicine. Nanomaterials (NMs) have 
unique properties and applications when it comes to drug delivery and 
imaging, and they have the potential to improve diagnostics and therapy 
of many human disorders, including neurodegenerative disorders, 
by their ability to cross the Blood Brain Barrier (BBB). The nanosize 
and the large surface area of nanoparticles (NPs) reflects increased 
reactivity, and even an inert bulk compound, such as gold, may elicit a 
response in humans when administered as a NMs. However, concern 
has been raised that the properties that make NMs unique and so useful 
could also be coupled to unintentional effects on human health. Thus, it 
is important to obtain information about the potential toxicity of NMs 
to discover and prevent serious unwanted human effects. The goal 
must be to realize the great opportunities and benefits of NMs while at 
the same time minimizing the risk related to their applications.

Nanomedicine is a field with continuous progress, introducing 
novel applications in many health care areas. The underlying 
motivation is improvement of quality of life with economic and social 
benefits. Some of the most promising areas are the following [80,81]. 

•	 Nanodiagnostics (molecular diagnostics, imaging using NP-
based contrast materials, nanobiosensors)

•	 Nanopharmaceuticals (targeted drug delivery, nanotechnology-
based drugs, implanted nanopumps, nanocoated stents)

•	 Reconstructive surgery (tissue engineering, implantation of 
rejection resistant artificial tissues and organs)

•	 Nanorobotics (vascular surgery, detection and destruction of 
cancer)

•	 Nanosurgery (nanolasers, nanosensors implanted in catheters)

•	 Regenerative medicine (tissue repair)

•	 Ultrafast DNA sequencing.

Potential toxicity of Nanoparticles 

There is as yet no reason to think that nanomaterials pose a certain 
toxic threat or that any possible harmful effects cannot be assessed and 

managed as is done for any new pharmaceuticals, diagnostics or medical 
materials. However, as there is a lack of information and research on 
nanomaterial toxicity, it is important to consider the potential health 
and safety issues. The determinants of particle toxicity are known to 
be the large surface area and chemical reactivity in relation to small 
size (and thus the ability to generate reactive oxygen species) and the 
ability to penetrate tissues and cells [82]. Thus, nanoparticles are likely 
to be more hazardous than the same chemicals in larger form, and free 
particles more toxic than fixed ones [83]. The potential cytotoxicity of 
QDs is an example to consider, because at high concentrations harmful 
effects on embryo development and cell viability and function have 
been recorded [84]. Nanoparticles such as QDs most likely need to 
be passivated with less toxic materials to improve biocompatibility, 
for example with silica [85]. Intratracheal instillation of carbon 
nanotube particles in mice has shown that carbon nanotubes have the 
potential to cause varied lung pathologies like epitheloid granuloma, 
interstitial inflammation, peribronchial inflammation and necrosis 
of lung. The toxicity produced by carbon nanotube was found to be 
greater than that produced by carbon black and quartz [86]. Studies 
done on monkeys and rats have shown accumulation of carbon and 
manganese nanoparticles in the olfactory bulb through the olfactory 
pathway [87,88]. This shows that nanoparticle mediated delivery 
can in future provide a means of alternate route, circumventing the 
blood brain barrier. However, this can also result in the inflammatory 
reactions in the brain which needs to be evaluated. Radomski et al [89] 
have observed the proaggregatory effects of nanotubes on platelets 
in vitro studies and acceleration of vascular thrombosis in rat. The 
nanoparticles can reach the circulation and reach different organs and 
systems and possibly results in toxicity [90]. These have been studied in 
vitro and in animal models and the effect on human system is difficult 
to extrapolate from such studies. Their use in humans require further 
research and much needed caution.

Conclusion
This article was an attempt to review the chief scientific and 

technical aspects of nanomedicine in related to diabetes. However 
the expectation form nanotechnology in medicine are high and the 
potential benefits are endlessly enlisted, the safety of nanomedicine 
is not yet clear. Nanomedicine shows great potential for the future 
diabetic management and at the moment the suggested benefits in 
diabetic health care outweigh the possible dangers of nanoparticles use 
in medicine. Here we conclude that use of nanomedicine in diabetic care 
is in initial stage, but progress is rapid. Diabetes has many remaining 
problems; nanomedicine is likely to be a key technology for solving 
many of them and will be a core technology in diabetic research.
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Keywords: Nanotechnology; Nanomedicine; Diabetes; Oral insulin; NanoparticlesIntroduction Diabetes mellitus often referred to simply as diabetes, a lifelong progressive disease is a chronic metabolic disorder due to the relative deficiency of insulin secretion and varying degrees of insulin resistance and is characterized by high circulating glucose [1]. Currently it has reached epidemic proportion among the challenging unresolved health problems of the 21st century. Worldwide around 230 million people have been affected by diabetes and the number are expected to reach around 366 million by 2030 [2]. Imbalance in body normal oxidative metabolism due to excessive levels of either molecular oxygen or Reactive Oxygen Species (ROS) leads to high glucose levels in blood (hyperglycemia) [3] results in metabolic disturbances (oxidative stress) and chronic complications in diabetes [4]. The management of diabetic conditions by insulin therapy has several drawbacks like insulin resistance and in chronic treatment causes anaeroxia nervosa, brain atrophy and fatty liver. Currently several research studies are going on with the aid of nano size particles to overcome such limitations in diabetes management. Nanotechnology can be defined as the science and engineering involved in the design, synthesis, characterization and application of materials and devices whose smallest functional organization in at least one dimension is on the nanometer scale (one-billionth of a meter) [5,6]. When this science is applied speci<FB01>cally to the problems of medicine, it is called �Nanomedicine� [7,8]. The nanomedicine scale limitations excludes at the lower end atoms (0.1 nm) and at the upper end biological entities such as bacteria (1000�10000 nm) and body cells (eg. White blood cell 10000 nm).Human body has con<FB01>gured many of its biocomponents as nanostructures, including proteins, mitochondria, ion channels, membranes, secretory granules, lysosomes and so on, but many new nanomaterials and structures are now being manufactured that might be of use in medicine, such as nanoparticles, capsules, <FB01>lms and tubes, and complex molecules( e.g fullerenes) [9]. Nanomedicine can be classi<FB01>ed into (a) measurement (or �nanometrology�), which concerns either measuring very small amounts of analytes (e.g. microphysiometer) or using very small-sized devices for measuring (e.g. Quantum dots). (b) Therapy, as all of the manipulations and constructions of materials at the nano-level ultimately concern therapies (e.g. Artificial nanopancreas) [10]. 3.1 Nanomedicine application in glucose monitoring: The major problems with conventional <FB01>nger-prick capillary blood glucose self monitoring are widely accepted [7]. It is painful (leading to non-compliance) and cannot be performed when the patient is sleeping or driving a motor vehicle (times when the patient is especially vulnerable to hypoglycaemia) and, because it is intermittent, it can miss dangerous <FB02>uctuations in blood glucose concentrations between tests. Currently in market several implanted needle-type enzyme electrodes or microdialysis probes are available for continuous glucose monitoring but those are limited impaired responses and unpredictable signal drift in vivo, and also need calibration against capillary glucose tests and contributes to sensor inaccuracies [11-13]. The repeated insertion of the sensor probe is also semi-invasive. This conventional problem got solution by the application of nanotechnology in medicine (Table 1).3.2 Glucose nanosensorsImproved nanotechnique for in vivo glucose monitoring is a �smart tattoo� composed of glucose-responsive, <FB02>uorescence-based nanosensors implanted into the skin but interrogated from outside the body, thus gives non-invasive measurements. In this method sensors that use <FB02>uorescence for detecting analyte changes have some advantages compared to the more usual implanted electrochemical electrodes, as they should not be susceptible to electroactive tissue interfearence that contribute to the instability of present sensors, and because Near infrared (NIR) light with a wavelength above about 600 nm passes through several centimeters of tissue, allowing implantation and non-invasive measurement at the body surface.Currently a number of biological or arti<FB01>cial receptors for glucose have been described, which can transduce glucose concentrations into changes in <FB02>uorescence, including lectins (plant lectin concanavalin-A) [14,15], enzymes (hexokinase) [16], bacterial binding proteins(l Glucose/Galactose-Binding Protein (GBP) [17-20] and boronic acid derivatives [21], and which might be engineered as nanosensors. 3.3 The layer-by-layer (LBL) techniqueGlucose sensors are encapsulated in a form that can be implanted in the body and yet maintain functionality i.e, avoiding degradation, denaturation, leakage and foreign body reactions, while retaining glucose access and detectable signal change. An example of a technology that may be appropriate for this is electrostatic layer-by-layer (LBL) nanoassembly of capsules composed of alternating layers of positively and negatively charged polymers, thereby building up a very thinfilm with tunable permeability and controlled biocompatibility [22-28]. A typical thickness is approximately 10 nm for six bilayers. An early use of such nanofilms has been in the construction of microvesicles for glucose sensing [23-27]. These might eventually be implanted in the dermis or subcutaneous tissue as a �smart tattoo�, with the semi-permeable capsules allowing entry of glucose from the interstitial fluid but containing and protecting the sensor materials [25,28]. If the sensing mechanism involves a near infrared (NIR)-based fluorescence assay, the glucose sensors can be excited and the fluorescence emission interrogated from outside the body, since NIR light passes through several centimeters of tissue. Therefore, this might be the basis for a noninvasive glucose-sensing technology. Among the strategies for making microvesicles by the LBL technique are sequential absorption of polyelectrolytes around crystals of a glucose-sensing enzyme such as glucose oxidase [23], or absorption of a glucose-recognition molecule such as glucose oxidase, apo-glucose oxidase (the enzyme without the prosthetic group), concanavalin A or a glucose-binding protein (GBP) onto a artificial template (e.g.,Calcium carbonate), followed by stepwise addition of the charged polypeptides (e.g., poly-l-lysine and polyl-glutamic acid). The template is then dissolved with ethylenediaminetetraacetic acid (EDTA), leaving a hollow microcapsule containing the sensor.3.4 Carbon nanotubesCarbon nanotubes discovered in 1991 [29] are tubular structures like a sheet of graphite rolled into a cylinder capped at one or both ends by a buckyball. Nanotubes can be Single Walled Carbon Nanotube (SWCNT) or Multiwalled Carbon Nanotube (MWCNT) in concentric fashion. The microphysiometer is built from multiwalled carbon nanotubes, which are like several flat sheets of carbon atoms stacked and rolled into very small tubes. Which are like several flat sheets of carbon atoms stacked and rolled into very small tubes. The nanotubes are electrically conductive and the concentration of insulin in the chamber can be directly related to the current at the electrode and the nanotubes operate reliably at pH levels characteristic of living cells. Current detection methods measure insulin production at intervals by periodically collecting small samples and measuring their insulin levels. The new sensor detects insulin levels continuously by measuring the transfer of electrons produced when insulin molecules oxidize in the presence of glucose. When the cells produce more insulin molecules, the current in the sensor increases and vice versa, allowing monitoring insulin concentrations in real time [30]. Single-Walled Carbon Nanotubes (SWCNTs) fluorescence in the NIR spectral region and since they also suffer no photobleaching, SWCNTs are thus particularly suitable as fluorophore probes in glucose sensors designed for eventual in vivo use [31]. SWCNTs have been employed in a fluorescence-based competitive glucose sensing strategy where dextran is bound to the carbon nanotubes, and binding of concanavalin A or apo-glucose oxidase to the dextran�SWCNT attenuates the fluorescence, which is reversed by the addition of glucose [31]. Apo-glucose oxidase has also been covalently attached to polyvinyl alcohol to make a glucose responsive hydrogel that can be monitored by the fluorescence of SWCNT embedded in the hydrogel [32].3.5 Quantum dotsQuantum Dots (QDs) can be used for biomedical purposes as a diagnostic as well as therapeutic tool. These arenanosized (2-10 nm) semiconductor crystals, such as cadmium selenide, coated with a shell, such as zinc sulfide [33]. QDs have been used as a fluorescent probe in several biosensor applications, often using As Fluorescence-Resonance Energy Transfer (FRET), because they display high-intensity fluorescence that is excitable over a broad range of wavelengths, but have an emission wavelength that is dependent on the particle size. For example, based a glucose sensor on FRET between QDs as a fluorescence donor and gold nanoparticles as an acceptor the, glucose displaces concanavalin A-labeled QDs from gold-labeled cyclodextrin, thereby, reducing FRET and increasing fluorescence [34].3.6 Nanomedicine in management of diabetesWorldwide 285 million peoples are suffering with a pervasive, chronic and often insidious diabetes is caused by inability of the pancreas to control the blood glucose concentration [35]. The preferred approach of insulin intake since the past decades is via subcutaneous route, which, nonetheless, often fails to mimic the glucose homeostasis observed in normal subjects [36] because in this approach insulin delivered to the peripheral circulation rather than to the portal circulation and directly into the liver, which is the physiological route in normal individuals [37]. Furthermore, multiple daily injections of insulin referred for poor patient compliance are associated with subcutaneous route treatment. Therefore, many studies were done to find out the better and safer route of insulin administration, in this regards application of nanotechnology in medicine revealed a solution to overcome this problem.3.7 Oral insulinIn diabetic patients oral administration of insulin can be beneficial not only to alleviate the pain and trauma caused by injections, but it can mimic the physiological fate of insulin as well [36,38]. However, oral administration of protein drugs, such as insulin, encounters difficulties with low pH of gastric medium in the stomach and its digestive enzymes as well as intestinal epithelium is a major barrier to the absorption of molecular weight hydrophilic macromolecules (e.g proteins, polysaccharides and nucleic acids) before it reach the target cell for it specific action [39]. Therefore, attentions have been given to improving the paracellular delivery of hydrophilic macromolecules with the application of nanotechnology in diabetic research [40]. The nanomedicine technologies that may be employed for oral insulin delivery include prodrugs (insulin�polymer conjugation), micelles, liposomes , solid lipid nanoparticles (NPs) and NPs of biodegradable polymers.The prodrug technology that is used most often for drug formulation is PEGylation (i.e., drug conjugation to Polyethylene Glycol [PEG]) for enhanced solubility, permeability and stability. Insulin�PEG prodrugs have shown great advantages in oral delivery [41]. Scott�Moncrieff et al. [42] developed a system of bile�salt and fatty�acid mixed micelles and found that those micelles containing 30 mM sodium glycocholate and 40 mM linoleic acid significantly improved enteral insulin absorption. Unfortunately, micelles did not seem to be ideal for delivery of hydrophilic drugs. Instead, liposomes can have much better performance for oral insulin delivery. This liposomal delivery system containing glycocholate as an enzyme inhibitor and permeat ion enhancer has been developed recently for oral insulin delivery, which showed better protect ion of insulin against enzymatic degradation by pepsin, trypsin and a�chymotrypsin [43]. NPs of US FDA�approved biodegradable polymers, such as poly (lactic�co�glycolic acid) (PLGA) and polycaprolactone, were also investigated for oral insulin delivery. However, those NPs may not be ideal for delivery of hydrophilic drugs. Nevertheless, how it can be applied to oral delivery for hydrophilic drugs such as insulin is still a challenge. Therefore, attention has been given to improving the paracellular transport of hydrophilic drugs [44,45]. A variety of intestinal permeation enhancers including chitosan (CS) have been used for the assistance of the absorption of hydrophilic macromolecules [46]. Therefore, a carrier system is needed to protect protein drugs from the harsh environment in the stomach and small intestine, if given orally [47]. Additionally, CS nanoparticles (NPs) enhanced the intestinal absorption of protein molecules to a greater extent than aqueous solutions of CS in vivo [48]. The insulin loaded NPs coated with muco adhesive CS may prolong their residence in the small intestine, infiltrate into the mucus layer and subsequently mediate transiently opening the tight junctions between epithelial cells while becoming unstable and broken apart due to their pH sensitivity and/or degradability. The insulin released from the broken-apart NPs could then permeate through the paracellular pathway to the bloodstream, its ultimate destination.3.8 Microsphere for oral insulin productionThe most promising strategy to achieve oral insulin is the use of a microsphere system which is inherently a combination strategy. Microspheres act both as protease inhibitors by protecting the encapsulated insulin from enzymatic degradation within its matrix and as permeation enhancers by effectively crossing the epithelial layer after oral administration [37].3.9 Artificial pancreasDevelopment of artificial pancreas could be the permanent solution for diabetic patients. The original idea was first described in 1974. The concept of its work is simple: a sensor electrode repeatedly measures the level of blood glucose; this information feeds into a small computer that energizes an infusion pump, and the needed units of insulin enter the bloodstream from a small reservoir [49]. Another way to restore body glucose is the use of a tiny silicon box that contains pancreatic beta cells taken from animals. The box is surrounded by a material with a very specific nanopore size (about 20 nanometers in diameter). These pores are big enough to allow for glucose and insulin to pass through them, but small enough to impede the passage of much larger immune system molecules. These boxes can be implanted under the skin of diabetes patients. This could temporarily restore the body�s delicate glucose control feedback loop without the need of powerful immunosuppressant that can leave the patient at a serious risk of infection [50]. Scientists are also trying to create a nanorobot which would have insulin departed in inner chambers, and glucose level sensors on the surface. When blood glucose levels increase, the sensors on the surface would record it and insulin would be released. Yet, this kind of nano-artificial pancreas is still only a theory [51]. 3.10 NanopumpsThe nanopump is a powerful device and has many possible applications in the medical field. The first application of the pump, introduced by Debiotech for insulin delivery. The pump injects insulin to the patient's body in a constant rate, balancing the amount of sugars in his or her blood. The pump can also administer small drug doses over a long period of time [52].3.11 Nanoparticles anti oxidative role in diabetes Oxidative stress plays a foremost role in etiology of several diabetic complications [53-55]. Major problem with diabetes patients is delayed healing of wound and still challenging its complete cure. It is a complex programmed sequence of cellular and molecular processes [56]. Healing impairment is characterized by delayed cellular infiltration and granulation tissue formation, reduced angiogenesis, decreased collagen, and its organization [57,58].
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Keywords: Nanotechnology; Nanomedicine; Diabetes; Oral insulin; NanoparticlesIntroduction Diabetes mellitus often referred to simply as diabetes, a lifelong progressive disease is a chronic metabolic disorder due to the relative deficiency of insulin secretion and varying degrees of insulin resistance and is characterized by high circulating glucose [1]. Currently it has reached epidemic proportion among the challenging unresolved health problems of the 21st century. Worldwide around 230 million people have been affected by diabetes and the number are expected to reach around 366 million by 2030 [2]. Imbalance in body normal oxidative metabolism due to excessive levels of either molecular oxygen or Reactive Oxygen Species (ROS) leads to high glucose levels in blood (hyperglycemia) [3] results in metabolic disturbances (oxidative stress) and chronic complications in diabetes [4]. The management of diabetic conditions by insulin therapy has several drawbacks like insulin resistance and in chronic treatment causes anaeroxia nervosa, brain atrophy and fatty liver. Currently several research studies are going on with the aid of nano size particles to overcome such limitations in diabetes management. Nanotechnology can be defined as the science and engineering involved in the design, synthesis, characterization and application of materials and devices whose smallest functional organization in at least one dimension is on the nanometer scale (one-billionth of a meter) [5,6]. When this science is applied speci<FB01>cally to the problems of medicine, it is called �Nanomedicine� [7,8]. The nanomedicine scale limitations excludes at the lower end atoms (0.1 nm) and at the upper end biological entities such as bacteria (1000�10000 nm) and body cells (eg. White blood cell 10000 nm).Human body has con<FB01>gured many of its biocomponents as nanostructures, including proteins, mitochondria, ion channels, membranes, secretory granules, lysosomes and so on, but many new nanomaterials and structures are now being manufactured that might be of use in medicine, such as nanoparticles, capsules, <FB01>lms and tubes, and complex molecules( e.g fullerenes) [9]. Nanomedicine can be classi<FB01>ed into (a) measurement (or �nanometrology�), which concerns either measuring very small amounts of analytes (e.g. microphysiometer) or using very small-sized devices for measuring (e.g. Quantum dots). (b) Therapy, as all of the manipulations and constructions of materials at the nano-level ultimately concern therapies (e.g. Artificial nanopancreas) [10]. 3.1 Nanomedicine application in glucose monitoring: The major problems with conventional <FB01>nger-prick capillary blood glucose self monitoring are widely accepted [7]. It is painful (leading to non-compliance) and cannot be performed when the patient is sleeping or driving a motor vehicle (times when the patient is especially vulnerable to hypoglycaemia) and, because it is intermittent, it can miss dangerous <FB02>uctuations in blood glucose concentrations between tests. Currently in market several implanted needle-type enzyme electrodes or microdialysis probes are available for continuous glucose monitoring but those are limited impaired responses and unpredictable signal drift in vivo, and also need calibration against capillary glucose tests and contributes to sensor inaccuracies [11-13]. The repeated insertion of the sensor probe is also semi-invasive. This conventional problem got solution by the application of nanotechnology in medicine (Table 1).3.2 Glucose nanosensorsImproved nanotechnique for in vivo glucose monitoring is a �smart tattoo� composed of glucose-responsive, <FB02>uorescence-based nanosensors implanted into the skin but interrogated from outside the body, thus gives non-invasive measurements. In this method sensors that use <FB02>uorescence for detecting analyte changes have some advantages compared to the more usual implanted electrochemical electrodes, as they should not be susceptible to electroactive tissue interfearence that contribute to the instability of present sensors, and because Near infrared (NIR) light with a wavelength above about 600 nm passes through several centimeters of tissue, allowing implantation and non-invasive measurement at the body surface.Currently a number of biological or arti<FB01>cial receptors for glucose have been described, which can transduce glucose concentrations into changes in <FB02>uorescence, including lectins (plant lectin concanavalin-A) [14,15], enzymes (hexokinase) [16], bacterial binding proteins(l Glucose/Galactose-Binding Protein (GBP) [17-20] and boronic acid derivatives [21], and which might be engineered as nanosensors. 3.3 The layer-by-layer (LBL) techniqueGlucose sensors are encapsulated in a form that can be implanted in the body and yet maintain functionality i.e, avoiding degradation, denaturation, leakage and foreign body reactions, while retaining glucose access and detectable signal change. An example of a technology that may be appropriate for this is electrostatic layer-by-layer (LBL) nanoassembly of capsules composed of alternating layers of positively and negatively charged polymers, thereby building up a very thinfilm with tunable permeability and controlled biocompatibility [22-28]. A typical thickness is approximately 10 nm for six bilayers. An early use of such nanofilms has been in the construction of microvesicles for glucose sensing [23-27]. These might eventually be implanted in the dermis or subcutaneous tissue as a �smart tattoo�, with the semi-permeable capsules allowing entry of glucose from the interstitial fluid but containing and protecting the sensor materials [25,28]. If the sensing mechanism involves a near infrared (NIR)-based fluorescence assay, the glucose sensors can be excited and the fluorescence emission interrogated from outside the body, since NIR light passes through several centimeters of tissue. Therefore, this might be the basis for a noninvasive glucose-sensing technology. Among the strategies for making microvesicles by the LBL technique are sequential absorption of polyelectrolytes around crystals of a glucose-sensing enzyme such as glucose oxidase [23], or absorption of a glucose-recognition molecule such as glucose oxidase, apo-glucose oxidase (the enzyme without the prosthetic group), concanavalin A or a glucose-binding protein (GBP) onto a artificial template (e.g.,Calcium carbonate), followed by stepwise addition of the charged polypeptides (e.g., poly-l-lysine and polyl-glutamic acid). The template is then dissolved with ethylenediaminetetraacetic acid (EDTA), leaving a hollow microcapsule containing the sensor.3.4 Carbon nanotubesCarbon nanotubes discovered in 1991 [29] are tubular structures like a sheet of graphite rolled into a cylinder capped at one or both ends by a buckyball. Nanotubes can be Single Walled Carbon Nanotube (SWCNT) or Multiwalled Carbon Nanotube (MWCNT) in concentric fashion. The microphysiometer is built from multiwalled carbon nanotubes, which are like several flat sheets of carbon atoms stacked and rolled into very small tubes. Which are like several flat sheets of carbon atoms stacked and rolled into very small tubes. The nanotubes are electrically conductive and the concentration of insulin in the chamber can be directly related to the current at the electrode and the nanotubes operate reliably at pH levels characteristic of living cells. Current detection methods measure insulin production at intervals by periodically collecting small samples and measuring their insulin levels. The new sensor detects insulin levels continuously by measuring the transfer of electrons produced when insulin molecules oxidize in the presence of glucose. When the cells produce more insulin molecules, the current in the sensor increases and vice versa, allowing monitoring insulin concentrations in real time [30]. Single-Walled Carbon Nanotubes (SWCNTs) fluorescence in the NIR spectral region and since they also suffer no photobleaching, SWCNTs are thus particularly suitable as fluorophore probes in glucose sensors designed for eventual in vivo use [31]. SWCNTs have been employed in a fluorescence-based competitive glucose sensing strategy where dextran is bound to the carbon nanotubes, and binding of concanavalin A or apo-glucose oxidase to the dextran�SWCNT attenuates the fluorescence, which is reversed by the addition of glucose [31]. Apo-glucose oxidase has also been covalently attached to polyvinyl alcohol to make a glucose responsive hydrogel that can be monitored by the fluorescence of SWCNT embedded in the hydrogel [32].3.5 Quantum dotsQuantum Dots (QDs) can be used for biomedical purposes as a diagnostic as well as therapeutic tool. These arenanosized (2-10 nm) semiconductor crystals, such as cadmium selenide, coated with a shell, such as zinc sulfide [33]. QDs have been used as a fluorescent probe in several biosensor applications, often using As Fluorescence-Resonance Energy Transfer (FRET), because they display high-intensity fluorescence that is excitable over a broad range of wavelengths, but have an emission wavelength that is dependent on the particle size. For example, based a glucose sensor on FRET between QDs as a fluorescence donor and gold nanoparticles as an acceptor the, glucose displaces concanavalin A-labeled QDs from gold-labeled cyclodextrin, thereby, reducing FRET and increasing fluorescence [34].3.6 Nanomedicine in management of diabetesWorldwide 285 million peoples are suffering with a pervasive, chronic and often insidious diabetes is caused by inability of the pancreas to control the blood glucose concentration [35]. The preferred approach of insulin intake since the past decades is via subcutaneous route, which, nonetheless, often fails to mimic the glucose homeostasis observed in normal subjects [36] because in this approach insulin delivered to the peripheral circulation rather than to the portal circulation and directly into the liver, which is the physiological route in normal individuals [37]. Furthermore, multiple daily injections of insulin referred for poor patient compliance are associated with subcutaneous route treatment. Therefore, many studies were done to find out the better and safer route of insulin administration, in this regards application of nanotechnology in medicine revealed a solution to overcome this problem.3.7 Oral insulinIn diabetic patients oral administration of insulin can be beneficial not only to alleviate the pain and trauma caused by injections, but it can mimic the physiological fate of insulin as well [36,38]. However, oral administration of protein drugs, such as insulin, encounters difficulties with low pH of gastric medium in the stomach and its digestive enzymes as well as intestinal epithelium is a major barrier to the absorption of molecular weight hydrophilic macromolecules (e.g proteins, polysaccharides and nucleic acids) before it reach the target cell for it specific action [39]. Therefore, attentions have been given to improving the paracellular delivery of hydrophilic macromolecules with the application of nanotechnology in diabetic research [40]. The nanomedicine technologies that may be employed for oral insulin delivery include prodrugs (insulin�polymer conjugation), micelles, liposomes , solid lipid nanoparticles (NPs) and NPs of biodegradable polymers.The prodrug technology that is used most often for drug formulation is PEGylation (i.e., drug conjugation to Polyethylene Glycol [PEG]) for enhanced solubility, permeability and stability. Insulin�PEG prodrugs have shown great advantages in oral delivery [41]. Scott�Moncrieff et al. [42] developed a system of bile�salt and fatty�acid mixed micelles and found that those micelles containing 30 mM sodium glycocholate and 40 mM linoleic acid significantly improved enteral insulin absorption. Unfortunately, micelles did not seem to be ideal for delivery of hydrophilic drugs. Instead, liposomes can have much better performance for oral insulin delivery. This liposomal delivery system containing glycocholate as an enzyme inhibitor and permeat ion enhancer has been developed recently for oral insulin delivery, which showed better protect ion of insulin against enzymatic degradation by pepsin, trypsin and a�chymotrypsin [43]. NPs of US FDA�approved biodegradable polymers, such as poly (lactic�co�glycolic acid) (PLGA) and polycaprolactone, were also investigated for oral insulin delivery. However, those NPs may not be ideal for delivery of hydrophilic drugs. Nevertheless, how it can be applied to oral delivery for hydrophilic drugs such as insulin is still a challenge. Therefore, attention has been given to improving the paracellular transport of hydrophilic drugs [44,45]. A variety of intestinal permeation enhancers including chitosan (CS) have been used for the assistance of the absorption of hydrophilic macromolecules [46]. Therefore, a carrier system is needed to protect protein drugs from the harsh environment in the stomach and small intestine, if given orally [47]. Additionally, CS nanoparticles (NPs) enhanced the intestinal absorption of protein molecules to a greater extent than aqueous solutions of CS in vivo [48]. The insulin loaded NPs coated with muco adhesive CS may prolong their residence in the small intestine, infiltrate into the mucus layer and subsequently mediate transiently opening the tight junctions between epithelial cells while becoming unstable and broken apart due to their pH sensitivity and/or degradability. The insulin released from the broken-apart NPs could then permeate through the paracellular pathway to the bloodstream, its ultimate destination.3.8 Microsphere for oral insulin productionThe most promising strategy to achieve oral insulin is the use of a microsphere system which is inherently a combination strategy. Microspheres act both as protease inhibitors by protecting the encapsulated insulin from enzymatic degradation within its matrix and as permeation enhancers by effectively crossing the epithelial layer after oral administration [37].3.9 Artificial pancreasDevelopment of artificial pancreas could be the permanent solution for diabetic patients. The original idea was first described in 1974. The concept of its work is simple: a sensor electrode repeatedly measures the level of blood glucose; this information feeds into a small computer that energizes an infusion pump, and the needed units of insulin enter the bloodstream from a small reservoir [49]. Another way to restore body glucose is the use of a tiny silicon box that contains pancreatic beta cells taken from animals. The box is surrounded by a material with a very specific nanopore size (about 20 nanometers in diameter). These pores are big enough to allow for glucose and insulin to pass through them, but small enough to impede the passage of much larger immune system molecules. These boxes can be implanted under the skin of diabetes patients. This could temporarily restore the body�s delicate glucose control feedback loop without the need of powerful immunosuppressant that can leave the patient at a serious risk of infection [50]. Scientists are also trying to create a nanorobot which would have insulin departed in inner chambers, and glucose level sensors on the surface. When blood glucose levels increase, the sensors on the surface would record it and insulin would be released. Yet, this kind of nano-artificial pancreas is still only a theory [51]. 3.10 NanopumpsThe nanopump is a powerful device and has many possible applications in the medical field. The first application of the pump, introduced by Debiotech for insulin delivery. The pump injects insulin to the patient's body in a constant rate, balancing the amount of sugars in his or her blood. The pump can also administer small drug doses over a long period of time [52].3.11 Nanoparticles anti oxidative role in diabetes Oxidative stress plays a foremost role in etiology of several diabetic complications [53-55]. Major problem with diabetes patients is delayed healing of wound and still challenging its complete cure. It is a complex programmed sequence of cellular and molecular processes [56]. Healing impairment is characterized by delayed cellular infiltration and granulation tissue formation, reduced angiogenesis, decreased collagen, and its organization [57,58].
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